Cucrema CAR
KayecTtBeHHOro
PemoHTa

ABTOMOOGOUNSA

NpUMeHsieTCA ANsl BblpaBHUBaHUs gedeKToB
NOBEPXHOCTU NPU PEMOHTHOM OKpacKe Ky30Ba
aBTOMOGUNA. Mo3BonsieT Nnony4YnTb
BblipaBHUBaloLLee NOKpbITUE GOoNbLIOK
TONWMHbI 6e3 06pa3oBaHUs NOTEKOB.
O6napaeT aHTUKOPPO3UOHHbLIMU CBOMCTBaMM.
IPyHTOBKY HAHOCAT Ha 3alInNaTNéBaHHY0
NOBEPXHOCTb, OTWIIM(OBaHHOE CTapoe
NoKpbITUE.

CooTHoLeHue:
IpyHTOBKa:0oTBepAUTENb B COOTHOLIEHUM 4:1
no o6LEémy unu no macce 100rp:(14,5-16) rp.

MpumeHeHwue:

MNepen npuMeHeHuem nepemeLlaTb,

BBecTU 25 % CRS otBepgutens ans
aKpUIoOBOW rPyHTOBKU, BHOBb NepemMellaThb.
3aTtem npoAayKT Heob6xoaumo pas3dbaBuTb 40
pabouen BaskocTn CRS pasbaButenem gns
akpunoBow rpyHToBku oT 10 go 20 %,
TWwaTenbHO NnepemMeLllaTb U OTUNBLTPOBATb.

’Kn3HecnocoGHOCTL:

FpyHTOBKY HEO6XOAUMO MCNOSbL30BaTh B
TeuyeHue OAHOro Yaca nocrie CMeLnBaHuUs C
oTBepauTenem.

HaHeceHue:

Kpackopacnbinutenem B 1-3 cnos,

Bblaepxka mexay cnosimm 10-15 MUHYT.

Pacxop Ha ogHocroriHoe nokpbite — 100-160 r/m?

Mepbl 6e3onacHocTU:

Bepeub ot orHa! NMpun npumeHeHun obecneunTb
BEHTUNALMIO U 06513aTeNnbHO UCNonbL30BaTh
cpeAcTBa 3alUThl KOXW, OPraHOB AbIXaHWUA U
3peHus.

FapaHTUIHBLIA CPOK XpaHeHUs: 24 mecsiua
[aTbl M3rOTOBIIEHUSA B HEBCKPLITOM Tape.
O61Em 0,8 L

REFINISH ———

06e3xnpuTh

100 yacTen — rpyHTOBKa
25 yacten — oTBepauUTenb

20-30 cek (20°C)
pasbaBuTtenb
10-20%

Bbiaepxka
10-15 MuHYT
20°C

1,6-2,0 Mmm
2,0-4,0 6ap

Cyuwka

60°C — 20 muH

20°C — 4 yaca
UK-cywka — 15 muH.

Mepen HaHeceHMeM nocneayoLUX NOKPbITUIA TPYHTOBKA
wnudyeTcs HaxpavyHon 6ymaromn P240-400 «no-cyxomy»,
P600-1000 — «no-MoKpomy».

Mpounssoacteo: AO “Bomxckue Kpackn”
Peanusauus u TexHmyeckasa nopaepxka:
Poccus, 150044, r. fipocnaenb

yn. NMonywkuHa powa, 16

Ten./cdakc (4852) 58-75-74, 58-76-54
www.volgacoatings.ru
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